
Table D.4 — Conversion between various Vickers hardness scales for high speed steels of steel 
grades X80WMo6.5, X82WMo6.5, X90WMo6.5, X97WMo3.3, X100WMo6.5, X85WMoCo6.5.5 and 

X105WMoCo6.5.5
高速钢（钢号详见英文标题）的不同维氏硬度单位换算值


